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T50B-75H-TAF200 200 Degree C 1000 hours thermal aging test
80 KHz 250 Gauss
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T50B-75-TAF200 200 Degree C 1000 hours thermal aging test
80 KHz 250 Gauss
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Core Loss (mW(/cc)
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T60-SF53-TAF200 200 degree C 1000 hours thermal aging test
300 KHz 250 Gauss
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T68-35-TAF200 200 degree C 1000 hours thermal aging test
300 KHz 250 Gauss
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